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Ultrasonic inspection of damage report
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Report No.:
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Damage No.:
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Machine model :
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Machine No.:
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Casting name: 791 plate hammer
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Casting No.:
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criterion of detection :
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Print time:

Administrator
打字机
Damage storage time:
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Detector type
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Nominal frequence: 
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Nominal K value:
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Crystal size:
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Forward position of detector:
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Sonic velocity of material:
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Class of damage:
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Inspector:
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Unit of inspection:
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Result : qualified
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Responsable:
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Surface compensation:
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Damage curve and parameter:
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Judge deviation:
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Quantitative deviation:
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Length deviation
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Damage depth
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Damage level
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Damage amplitude
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Damage equivalent
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Current gain
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Current sound path
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Suggestion




